GEOTECHNICAL AND MINING
MECHANICAL ENGINEERING,
MACHINE BUILDING

V.E. Khrychikov*!,
orcid.org/0000-0002-8557-098X,
H. V. Meniailo’,
orcid.org/0000-0002-6874-7202,
0.D. Semenov',
orcid.org/0000-0002-2339-5856,
Y. G. Aftandiliants?,
orcid.org/0000-0001-5864-9855,
S.V. Gnyloskurenko?®,
orcid.org/0000-0003-0201-7191

https://doi.org/10.33271 /nvngu/2023-1/067

1 — Ukrainian State University of Science and Technologies,
Dnipro, Ukraine

2 — National University of Life and Environmental Sciences
of Ukraine, Kyiv, Ukraine

3 — Physico-technological Institute of Metals and Alloys of
the National Academy of Science of Ukraine, Kyiv, Ukraine

* Corresponding author e-mail: litpro.kaf@gmail.com

GRAPHITIZING MODIFICATION OF THE AXIAL ZONE OF CAST IRON
ROLLING ROLLS IN THE LIQUIDUS-SOLIDUS TEMPERATURE RANGE

Purpose. To develop a method for calculating a process of graphitizing modification of unsolidificated liquid-solid zone to
reduce transcrystallinity of the macrostructure and the amount of cementite in the center of castings.

Methodology. The duration of solidification of the castings was determined by the kinetic curves of liquidus, solidus and pour-
ing boundary in coordinates of relative thickness of the solidified metal layer — the parametric criterion of Gulyaev.

Findings. A methodology for the process of modification of the axial zone of rolling was developed, the mass and time of add-
ing aluminum were determined according to the amount of liquid-solid phase that remains after the solidification of the working
layer. On the example of a rolling roll weighing 1115 kg, 0.488 kg of aluminum was added into liquid-solid zone after the working
layer solidified. Movement of aluminum to the front of crystallization is provided by centrifugal forces and adding of aluminum
along the height of the roll.

Originality. For the first time, the kinetic curves of liquidus, solidus and pouring boundary have been plotted in coordinates of
the relative thickness of the solidified metal layer x/R and t/R?> — the parametric criterion of Gulyaev for rolled cast iron alloys
cooled in chill-sand molds of various sizes. A methodology was developed for calculating the process of aluminum modification of
the axial zone of rolling rolls after solidification of the working layer in the barrel which was set at the pouring boundary. The
amount of aluminum depends on the remains of the liquid-solid phase.

Practical value. Graphitizing modification reduces transcrystallinity of the macrostructure and the amount of cementite in the
axial zone of castings. A promising direction for further development is the development of new methods for manufacturing cast-

ings due to physical and mechanical effects on the two-phase zone, deoxidation and alloying of the central zones of castings.
Keywords: cast iron, modifications, rolling rolls, hardening, chill-sand mixture

Introduction. The main performance characteristics of
many cast products are determined mainly by the physical and
mechanical properties of their surface layers [1, 2], macro- and
microstructure |3, 4].

Thus, the main volume of boring is performed by three-
ball drill bits [5]. Plate-shaped castings are used mainly in
mills of medium and fine grinding at mining and processing
plants; armor plates, which do not have pronounced protru-
sions or lifters, protect the inner walls of the mill drum, “lift”
the grinding ball during the rotation of the mill, sort the grind-
ing balls in the mill by size and “advance” the crushed mate-
rial for unloading, and castings in ball shape — for grinding
minerals of various kinds at concentrators, for the manufac-
ture of Portland cement, gypsum, powder of the required dis-
persion for use in paints, pyrotechnics, ceramics, and cast iron
rolls are used to grind flour or rolled balls.

The most common material that provides high hardness of
the working layer compared to steel is cast iron [6, 7], but in-
creasing the operational stability of such castings also depends

© Khrychikov V. E., Meniailo H. V., Semenov O. D., Aftandiliants Y. G.,
Gnyloskurenko S. V., 2023

on the strength and toughness of metal layers, which are lo-
cated after the wear-resistant working layer for cast iron rolls;
unsatisfactory macro- and microstructure of the axial zone is
the cause of failure during operation. According to Krivoshe-
ev O. E. (1957), the rolling roll must have a solid wear-resistant
working layer, whose properties are determined mainly by the
amount of cementite and microhardness of the matrix, and
starting from the transition zone and in the axial should be a
structure with minimal brittle structural components that re-
duce roll strength when working on a rolling mill.

Therefore, in the production of cast iron rolls they limit
the presence of carbide mesh in the necks and clubs, as well
as carbides in the axial zone, which reduce the strength of the
rolls [8]. However, the formation of internal chill hard spots
in the central parts of cast iron castings of different chemical
composition is known. Thus, when barrels of rolled rolls with
a working layer of bleached cast iron (C — 3.75 %; Si —
0.44 %; Mn — 0.39 %; P —0.38 %; S — 0.14 %; Cr — 0.73 %;
Ni — 1.81 %, pour temperature 1305 °C) are cooled in a mold
with a diameter of 431 mm, formation of chill hard spots was
found (Fig. 1) in the axial zone, according to Kutafin A. K.
(2000).
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Fig. 1. Macrostructure of gray cast iron rolling mill with a work-
ing layer with cementite on the surface and carbides in the
axial zone during cooling in an iron mold of J431 mm

In cast iron castings with a spherical shape of graphite
(C — 3.10 %; Si — 1.41 %; Mn — 0.58 %; P — 0.214 %; S —
0.010 %; Cr — 0.34 %; Ni — 0.91 %, Mg — 0.04 %, tempera-
ture pouring 1320 °C) a columnar macrostructure forms not
only in the working layer, but also in the axial zone (Fig. 2),
which reduces the strength of the roll during its operation [9].

In addition, quantitative analysis of structural components
on the depth of the roll barrel showed an increase in cementite
area from 18 % at a depth of 130 mm to 22 % in the center of
the casting despite heating the mold during curing and casting
as well as the decreasing cooling rate of the alloy in the liqui-
dus-solidus temperature range. Solidification of necks and
clubs of rolls in sandy-clay elements of a foundry form pro-
motes formation of a fragile cementite component in structure
of insignificant quantity.

Literature review. For different rolling mills and stands, the
rolls must have different hardness, micro- and macrostructure
[8], which provide maximum operational stability under con-
ditions of friction forces under high temperature, shock and
bending loads that change cyclically. Known technologies of
melting metal in order to obtain a working layer of the barrel
with the required physical and mechanical properties provide,
first of all, high wear resistance of the working layer [10].
Therefore, only after pouring the melt into the mold and crys-
tallization of a given thickness of the working layer, it is possi-
ble to intervene in the process of hardening of the axial zone to
reduce the transcrystalline macrostructure and the amount of
cementite.

An effective process of obtaining a given structure of cast
iron is the modification of the melt [11], including in the cast-
ing system in the process of pouring the mold to obtain two-
layer castings. However, the proposed technologies are de-
signed for shaped small castings and cannot be used for mas-
sive castings, which are cast iron rolls, because the duration of
hardening of the working layer is much longer. It is not always

Fig. 2. Columnar macrostructure of a rolling mill barrel made
of ductile iron cooled in a @450 mm mold |9

possible to calculate the hardening kinetics of such castings us-
ing mathematical modeling [12, 13].

In [10], the modification of the axial zone of the roll was
studied when a graphitizing modifier — aluminum was intro-
duced into the lower neck (Fig. 3).

In the process of filling the mold cavity with metal, the
crystallization of the working layer begins in the barrel of the
roll, which cools down rapidly in the chill-mold. After the for-
mation of a working layer of the required thickness, the fixator
7 is turned off, the bar 5 with the modifier in the lower part,
thanks to the guide pipe 4, sinks into the liquid metal until the
limiter is fixed on the upper part of the bar 5. The low-melting
modifier melts, having a lower density, rises in the column of
liquid metal and modifies it. After melting of the modifier, bar
5 is removed from the casting.

It was found that the modification of cast iron with alumi-
num in the mold allowed eliminating transcrystalline and re-
duce the amount of cementite. The fracture of the barrel of the
experimental roll by mass of 534 kg (Fig. 4, b) has a pro-
nounced “two-layer”, and the fracture of the control roll
(Fig. 4, a) — the same nature throughout the cross section of
the barrel.

The amount of cementite in the center of the barrel of the
experimental roll is 10 % less than in the control one, and the
mechanical properties (5, 6'a°%) of the material of the bar-
rels of the rolls modified by the new technology by 3—18 %,
and the upper and lower necks — by 10—30 % higher compared
to mass-produced rolls. The content of cementite in the lower
neck from a depth of 60 mm decreases by = 3 %. In the upper
neck, the reduction of cementite begins at a depth of 80 mm
and reaches = 2.5 % at a depth of 100 mm from the surface.

(0,8..0.9)
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Fig. 3. Foundry mold of a rolling roll weighing 534 kg with a
device for modification. The device is located in the lower
roll neck:
1 — gating system; 2 — liquid metal after outer working layer has
solidified; 3 — the device for planting of modifier; 4 — guide pipe;
5 — a bar with a modifier on the bottom; 6 — support; 7 — bar
movement lock

68 ISSN 2071-2227, E-ISSN 2223-2362, Naukovyi Visnyk Natsionalnoho Hirnychoho Universytetu, 2023, N° 1



Fig. 4. Macrostructure of the rolls of the control (a) and experi-
mental (b), cast with modification of the axial zone by alu-
minum (Hitko O. Y., 2009)

However, the results of studies [10] are not realized due to
the lack of data on quantitative assessment of the duration of
solidification of the lower and upper necks for rolls with differ-
ent sizes of barrels and necks. Without knowing the volume of
liquid metal in the axial zone of the necks and barrels of the
roll at the end of the solidification of the working layer of the
required thickness according to the consumer’s order, it is im-
possible to calculate the amount of modifier. In addition, ex-
ceeding the amount of aluminum above 0.1 % leads to the ap-
pearance of gas holes in iron castings.

The placement of aluminum is concentrated in the lower
part of the roll (5 in Fig. 3), which does not ensure its melting
exactly at the time of crystallization of the working layer in the
barrel, and to calculate the time of ascent of aluminum gradu-
ally into the lower neck, barrel and upper neck is impossible
due to lack of data on the speed of convection flows in cast
iron.

Purpose. To develop a method for calculating the harden-
ing of the wear-resistant working layer of cast-iron rolls in
combined chill-sand molds and to improve the technology of
graphitizing modification of the non-solidified liquid-solid
zone with aluminum to reduce the transcrystallinity of its
macrostructure and the amount of cementite in the center of
massive castings.

Methods. The duration of hardening of cast iron castings
was determined by experimental measurements of crystalliza-
tion temperatures [14] using thermocouples with simultane-
ous establishment of the pouring limit, which were processed
according to the method of B. B. Gulyaev (1960) in the coordi-
nates of the relative thickness of the solidified layer of metal
x/R and t/R* — parametric criterion, in which t is curing time;
R is the radius of the casting.

Implementation of experimental cooling curves by this
method allowed establishing the kinetics of hardening fronts
liquidus, solidus, casting for rolled cast iron alloys and calcu-
lating the solidification time of the working layer of barrels and
necks of rolling rolls of different sizes in combined chill-sand
molds.

Findings. To improve the modification process, the tech-
nology of introducing aluminum into the axial zone after cur-
ing the required layer of metal in the roll barrel was developed
(Fig. 5). However, the location of the entire mass of aluminum
in the lower part of the roll in the above process (5 in Fig. 3)
does not provide rapid melting, and it is impossible to set the
time of its ascent in the lower neck, barrel and upper neck due
to lack of speed liquid-solid zone of convective flows that fall
down near the crystallization front and rise up through the
center of the casting.

Therefore, the graphitizing modifier — aluminum wire (7
in Fig. 5), was distributed along the height of the axial zone on
the steel reinforcement 5, and after curing the working layer
(Xp.¢) steel reinforcement was immersed in the axial zone
through feeder. To ensure the movement of molten aluminum
to the crystallization front, the steel reinforcement was rotated
by an electric motor 6.
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Fig. 5. Scheme of the process of curing the working layer in the

mold and the introduction of aluminum in the axial zone of
the roll to the crystallization front:
1 — chill mold; 2 — the shape of the lower neck; 3 — layer of cast
iron (Xp.o), solidified in the barrel of the roll; 4 — shape of the up-
per neck and feeder; 5 — steel reinforcement; 6 — electric motor;
7 — aluminum wire distributed along the height of the axial zone on
the steel reinforcement; XP-B, XP-T — a layer of solidified metal in
the lower and upper necks, respectively

To calculate the mass and time of introduction of the
graphitizing modifier according to the amount of liquid phase
remaining after curing of the working layer in the barrels and
necks of rolls of different sizes, a technique was developed,
which consists of stages:

1. Determining the relative thickness of the working layer
of the roll barrel, taking into account the allowances for
shrinkage and machining.

2. Calculating the time of penetration of the pouring limit
to a given thickness of the working layer of the barrel.

3. Calculating the thickness of the solidified layer of cast
iron, and then the volume and mass of the liquid-solid two-
phase axial zone in the barrel of the roll.

4. Calculating the thickness of the hardened layer of cast
iron in the lower and upper necks.

5. Calculating the volume and mass of the liquid-solid two-
phase axial zone in the lower and upper necks at the time of
completion of solidification of the working layer of the barrel.

6. Calculating the total mass of liquid solid metal in the
axial zone of the roll.

7. Calculating the mass of the graphitizing modifier (alu-
minum) for introduction into the axial liquid-solid zone of the
barrel, lower and upper necks of the roll.

The hardening time of the working layer (X,.¢) in the bar-
rel of the roll, which is cooled in the mold, was recognized by
the kinetic curves of hardening in the coordinates of x/R and
1/R? (Fig. 6).
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Fig. 6. Kinetic curves of hardening of cylindrical iron castings in
the mold:

T, and t;, — the beginning and end of the temperature liquidus
“pause’, s; ,,,, — pouring boundary, s; ts;and tg, — the beginning
and end of the temperature solidus “pause”, s; 1, — the end of the
crystallization of 100 % solid phase according to the scheme of es-
timation of the cooling curve, s; R — the radius of the cylindrical
casting, m

In the necks of the roll, which are cooled in sand-clay
mold, the solidification of cast iron is much slower due to the
fact that its heat storage capacity of 1377 W - s%/m?K is 8 times
smaller than in the chill mold 11,000 W - s**/ m?K. Therefore,
according to the results of experimental temperature studies
[14], kinetic curves were constructed (Fig. 7), which were used
to calculate the layer of solidified metal in the lower and upper
necks (Xp_p, Xp.rin Fig. 5).
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Fig. 7. Kinetic curves of hardening of cylindrical iron castings in
sand-clay molds:

T, — time of the end of the temperature liquidus “pause”, s; T, —
pouring boundary, s; ts, and ¢, — time of the end of temperature
“pause” of solidus and crystallization of 100 % of solid phase, s;
R — radius of the cylindrical casting, m

An example of calculating the time of modification of the
axial zone in the temperature range of liquidus-solidus is given
for the roll SPHN-65 [8] with a barrel diameter of 320 and a
height of 630 mm (Fig. 8, a).

According to the technical conditions, the hardness of the
working layer on the barrel must be obtained of 65—75 units by
Shore (466—577 HB), and the chemical composition is with-
in, mass %: 2.7—3.8 C; 0.4—0.8 Si; 0.3—0.8 Mn; P<0.50; S<
<0.12; 0.5—1.3 Cr; 0.8—2.5 Ni. The net weight of the roll is
980 kg, the rough weight — 1115 kg, the pouring temperature of
cast iron — 1320 °C. The diameter of the lower neck, taking
into account the allowances and casting slopes at the lower end
is 210 mm, at the transition to the barrel — 230 mm. The diam-
eter of the upper neck on the border with the barrel is 240 mm,
and at the upper end of the feeder — 210 mm.

Calculation sequence is as follows:

1. In the barrel of the roll the working layer is equal to
50 mm according to the requirements of the customer, and
taking into account the allowance for shrinkage and machin-
ing of 10 mm took Xp_-=60 mm. When the radius of the barrel
R =170 mm, the relative size of the working layer will be

Xec = 60 =0.353.
R 170

2. According to the kinetic diagram of solidification of the
roll barrel (Fig. 6), from the y-axis (X/R = 0.353) a line is
drawn to the intersection with the curve tpoyz, and on the ab-
scissa axis we get the value

T
Lo =17,785.
R2
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Fig. 8. Net and rough dimensions of the milling roll (a) SPHN-
65 and general view of steel reinforcement made with alu-
minum wire weighing 0.488 kg (b), intended for in-mold
graphitizing modification of the axial liquid-solid zone
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3. Thus, boundary of pouring out in the barrel will reach a
thickness of 60 mm through: t,,,, = (0.17)> - 17,785 = 514 s =
=8 min 34s.

4. The diameter of the axial liquid-solid zone (D) in a
barrel with a height of 71 cm (Fig. 8, a) after the solidification
of the working layer after 8 min 34 s will be: D, = 340 mm —
(60 mm - 2) =220 mm.

5. The calculated mass of the metal in the liquid-solid
zone, (m,,) that needs to be modified, with D), = 22 cm, a
height of 71 cm and a density of liquid cast iron of 6.9 g/cm?,
is my,~ 186.1 kg.

6. According to the kinetic diagram of cast iron solidifica-
tion in sand-clay form (Fig. 7), the position of the pouring
point was calculated for the value t,,,,./R> = 17,785 s/m?, which
corresponds to the parametric criterion by B. B. Gulyaev for
the working layer of the barrel. A perpendicular to the inter-
section with the t,,,, curve was laid up on the abscissa axis and
then a horizontal curve to the intersection with the ordinate
axis at X/R = 0.01. Then the layer of solidified metal in the
lower neck (Xp_gin Fig. 5) with an average radius Pp_g= 110 mm
will be: Xp 5=0.01"- 110 = 1.1 mm.

7. The diameter of the axial liquid-solid zone (D,,_) in the
lower neck 70 cm high, after the working layer solidified, in the
barrel will be: D), =220 mm — (1.1 mm - 2) =217.8 mm.

8. The mass of liquid-solid metal in the lower neck after
8 min 34 s is calculated to be m,, = 179.86 kg.

9. The diameter of the liquid-solid axial zone D, ., =
=225 mm — (1.13 mm - 2) = 222.7 mm, and the mass of metal
in the upper neck (m,,.7) with a height of 45.5 cm after solidify-
ing of the working layer of the barrel will be m ;= 122.29 kg.

10. Thus, in the axial zone of the roll, the total mass (m) of
liquid-solid metal that must be modified is 488.25 kg

Mm=my+my p+ My 1.

11. 0.1 % aluminum is sufficient for graphitizing modification
of liquid-solid cast iron [10]. An increase in aluminum to 0.3 %
leads to the appearance of gas hole in cast iron castings. There-
fore, the mass of aluminum (m,;), which must be introduced into
the axial zone after the solidifying of the working layer in a
60-mm-thick barrel, taking into account the metal layer on the
sand elements of the casting mold, will be m ;= 0.488 kg.

The implementation of the developed technique was per-
formed in the foundry during the casting of the rolling mill
with a rough weight of 1115 kg (Fig. 9). Aluminum wire (scrap)
was attached to the 14 mm steel armature, which was distrib-
uted over a height of 1760 mm (Fig. 8, b) and heated with a
burner flame to remove moisture. After curing of the working
layer in the barrel of the roll after 8 min 34 s, it was immersed
in the axial zone of the casting of steel reinforcement with alu-
minum.

Next, the electric motor (3 in Fig. 9) was turned on, which
ensured the rotation and movement of aluminum by centrifu-
gal forces to the crystallizing metal layer. A heat shield 5 was
installed on the metal structure of the device for modification
(4 in Fig. 9), which prevented heating of the electric motor
from liquid metal.

After melting the aluminum, the steel reinforcement was
removed from the melt (2in Fig. 9) and subsequently used as a
component of the charge in the production of rolling rolls.

In the developed method of calculation, the working layer
was set according to the position of the pouring boundary (t,,,,
in Figs. 6 and 7) on the experimental cooling curve, and not
after the end of the temperature stop “solidus” (tg, in Figs. 6
and 7), which corresponds to crystallization ~100 % solid
phase. This allowed increasing the accuracy of the calculation
of the working layer, as evidenced by the example of the roll
SPHN-65 with a rough weight of 1115 kg. Thus, the working
layer in the barrel when calculating the limit of pouring is
formed in 8 minutes 34 s, and the calculation at the end of the
temperature “stop” solidus — after 13 minutes, which is
1.5 times more.

Fig. 9. Modification of the axial zone of a cast-iron rolled roll
weighing 1115 kg with aluminum weighing 0.488 kg using a
device with an electric motor:

1 — foundry mold; 2 — steel reinforcement with aluminum; 3 —

electric motor; 4 — metal structure of the device for modification;
5 — heat shield

Chill hard spots working layer was 63 mm after mechanical
restoration of the rolls at the end of the barrel (Fig. 8, a). It is
only 5% more compared to the calculation of the pouring
limit, which confirms the feasibility of the adopted method.

The implementation of the proposed technology of graph-
itizing modification of the axial zone in the foundry form re-
quires minimal capital and organizational costs, and the use of
parametric criterion of B. B. Gulyaev (t/R? and X/R) for dif-
ferent sizes of cast iron rolls, allows one in the first approxima-
tion to set the curing time of the working layer in the barrel,
which is cooled in the mold, and the thickness of the hardened
layer of metal in the necks, cooled in the sand mixture. There-
fore, the calculation of the residue of the liquid-solid zone in
the center of the casting allows you to set the amount of alumi-
num for graphitizing modification of cast iron rolls.

The effect of the modifier is limited in time unlike alloying
[15]. Therefore, it is advisable to bring the moment of modifi-
cation closer to the pouring of metal into the foundry mold,
which is realized in casting by the in-mold process. The modi-
fication takes place in the gating system, in which the ligature
is located in a special reaction chamber with a centrifugal slag
catcher. During the pouring process, the metal current melts
the ligature, non-metallic inclusions float into the upper part
of the reaction chamber, and the modified metal enters the
casting through the feeder in the lower part of the reaction
chamber. During the in-mold process, the consumption of the
modifier is reduced, the pyro effect and metal boiling are ex-
cluded, and the spherical shape of graphite ensures an increase
in the physical and mechanical properties of castings [11].

However, the disadvantage of this technology is an in-
crease in unproductive consumption of metal in the reaction
chamber. The method for calculating the volume and mass of
the liquid and liquid-solid zone in the center of the casting
suggested in the work provides the possibility of physical and
mechanical influence on the metal, for example, mixing. At
the same time, fragments of dendrites become centers of crys-
tallization, which increases the quality of the macro- and mi-
crostructure. At the same time, non-metallic inclusions float
into the feeder.

In addition, the implementation of the scheme shown in
Fig. 5 and methods of impact on the two-phase zone will en-
sure deoxidation and doping of the central zones of spills in the
range of crystallization temperatures. This will make it possi-
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ble to obtain bimetallic products in a cast form and increase
their operational properties.

Conclusions.

1. The operational properties of cast iron rolls are mainly
due to the wear resistance of the working layer of the barrel
and the strength of the central zones, which are affected by the
compressive forces when rolling metal. The required hardness
and structure of the working layer is provided by the chemical
composition of cast iron and the high cooling rate of the barrel
in the mold. But in the axial zone, carbides and carbide mesh
are also often formed, which can lead to breakage of the roll on
the mill.

2. According to the results of laboratory and research-in-
dustrial experiments performed earlier, the reduction of ce-
mentite and transcrystalline macrostructure of the axial zone
of the cast iron roll provides modification of aluminum up to
0.1 %. However, the results of the research are not realized due
to the lack of data on the volume of liquid metal in the axial
zone of the necks and barrels of the roll at the end of hardening
of the working layer, which makes it impossible to accurately
calculate the required amount of modifier for different sizes.

3. A methodology has been developed for calculating the
process of advancing the pouring limit in the coordinates of
the relative thickness of the solidified metal layer x/R and the
parametric criterion t/R? for different sizes of rolling rolls in
this work. This made it possible to establish the time of solidi-
fication of the working layer in the barrel, which is cooled in
the mold, and the metal layer in the necks, which are cooled in
the sand mixture.

4. A practical test of the development was carried out
during the casting of a roll with a rough weight of 1115 kg in
the conditions of a foundry. Using the modifier — aluminum
into the liquid-solid zone, according to the calculation,
8 min 34 s after pouring the melt into the mold made it pos-
sible to eliminate trans crystallinity, to reduce the amount of
cementite in the axial zone and to send the roll to the cus-
tomer for operation at the rolling mill. After the mechanical
treatment of the experimental rolls, the whitened working
layer is only ~5 % more compared to the calculation at the
pour point, which confirms the feasibility of the adopted
methodology.

5. The process of melting aluminum and its distribution
along the height of the roll has been improved due to the
rotation of aluminum by an electric motor and its movement
by centrifugal forces to the crystallization front of the barrel
and necks. Setting the volume of the liquid-solid zone based
on the relative thickness of the solid metal layer in the bar-
rels and necks made it possible to increase the accuracy of
the beginning of the modification by ~1.5 times compared to
the calculation after the end of the solidus temperature
“stop”.

6. A promising direction for further development of the
obtained results is the development of new methods for manu-
facturing iron castings due to physical and mechanical effects
on the two-phase zone, deoxidation and alloying of the central
zones of castings during the crystallization process in order to
improve the physical, mechanical and operational properties
of cast products.
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Merta. Po3poOuty METOIMKY PO3paxyHKy Mpoliecy rpa-
dituzyrovoro MmoaudikyBaHHS He3aTBEPIiJIOl PilKO-TBepHOL
30HU IS 3MEHIIIEHHS TPAHCKPUCTATIYHOCTI MaKPOCTPYKTY-
pU i IEeMEHTUTY Y LEHTPi BUJIMBKIB.

Metoauka. TpuBasicTh TBepIAiHHS BUJIMBKIiB BU3HAYaIN
MO0 KiHETUMHUM KPUBUM JIIKBIAYC, COJIIAYC i BUTUBAHHS B KO-
OpIMHATaX BiIHOCHOI TOBIIIMHU 3aTBEP/IJIOTO LIapy MeTally i
napaMmetrpuuHomy Kputepito b. b. I'yisiea.

Pesyabratu. Po3pobiieHo mpoluiec MoaudikyBaHHS
OCbOBOI 30HM BaJIKiB, YCTAaHOBJIEHA Maca i yac yBEeIEeHHS
aJIIOMiHiI0O B PO3ILJIaB, 110 3aJMIIAETLCS TiC/sI TBEPAiHHS
pob6ouoro mapy. Ha mpukiani Baika macoro 1115 xr yBe-
neHo 0,488 xr ajgioMiHilO B PigKO-TBepAy 30HY ITicis 3a-
TBEPIAiHHS poOoyoro mapy B 6oui. [lepemilieHHS anoMi-
Hilo 10 GPOHTY KpUCTai3alii 3a0e3redyeHe BillleHTPOBU -
MU cujaMu 00epTaHHS i PO3IOAiJIOM aJIOMiHiIO 1O BUCOTI
BaJIKa.

HayxkoBa HoBH3HA. YTiepilie moOya0BaHi KiHETUYHI KPUBi
JIKBIIYC, COJIiAyC i BWIMBAHHSI B KOOpAMHATaX BiIHOCHOI

TOBLIMHM 3aTBEpIiloro mapy Merany x/R i 1/R> — nmapame-
TPUYHOMY KPUTEDil0 Ui BAJIKOBUX YaBYHHUX CIUIABIB, 1110
OXOJIOIKYIOThCSI B KOKUJIBHO-TIIIAHUX (hOpMax pi3HUX PO3-
MipiB. Po3pob6ieHa MeToauKa po3paxyHKy mpoliecy Moaudi-
KYBaHHS aJIIOMiHiEM OCbOBO1 30HU BAJIKiB MiCJIsl 3aTBEPAiHHS
poboyoro wapy B 004Li, KKy BCTAHOBJIIOBAJIM O MEXIi BU-
JIMBAaHHS, a KUIBKICTh aJIIOMiHiI0 — 3aJIeXKHO Bill 3aJIMIIKiB
pinko-TBepaoi dazu.

IIpakTiyna 3HaynmicTb. I'padiTusyroue MoaudikyBaHHs
3MEHIIYE TPAHCKPUCTATIYHICTh MAKpPOCTPYKTYPU 1 KiJb-
KiCTbh LIEMEHTUTY B OCbOBIill 30Hi BUJIMBKIB. [lepcrieKTMuBHUM
HAIpsSIMOM TTOAABIIIOTO PO3BUTKY € PO3POOKA HOBUX CITOCO-
0iB BUTOTOBJICHHS BUWIMBKIB 32 paxyHOK (hi3uKO-MeXaHiuYHO-
rO BIUIUBY Ha NBO(hAa3Hy 30HY, PO3KUCIEHHS i1 JeTyBaHHS
LIEHTPaJbHUX 30H BUJIMBIB.

Kumouosi cioBa: vasyn, mooughikyeanns, npoxamui éaixu,
meepoinHsA, KOKINbHO-NIuWana cymiu
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